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Guaranteed Standard

Flexural strength (EN12808-4) >4.88 N/mmh
Compressive strength (EN1015-11) >14.54 N/min
Bonding strength (EN1015-12) 1.04 N/mrh
Initial setting time (EN196-3) 5 hour
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